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TRECK S.A.
SANTA ROSA 5220, SAN JOAQUIN, SANTIAGO DE CHILE

The following sample(s) was/were submitted and identified on behalf of the client as:
Sample Description : (A-F)Woven garment: TRAJE PARA LLUVIA ACTIVEX AZUL; TRAJE PARA 

LLUVIA ACTIVEX VERDE FLUOR; TRAJE PARA LLUVIA ACTIVEX NARANJA

Sample Color : (A)yellow;(B)yellow;(C)orange;(D)orange;(E) navy;(F) navy
Style No. : 06-03-026, 06-02-040, 06-03-042

Test Performed : Selected test(s) as requested by applicant 

Sample Receiving Date : Mar 23, 2026 & Mar 24, 2026(confirm date)
Testing Period : Mar 24, 2026 - Mar 30, 2026
Test Result(s) : Unless otherwise stated the results shown in this test report refer only to the 

sample(s) tested, for further details, please refer to the following page(s).
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Protective Clothing - Protection Against Rain (EN 343:2019)

Conclusion A B C D Remark
Clause 4.2 Resistance to Water 
Penetration of Material Class 1 Class 1 Class 1 Class 1 

Clause 4.2 Resistance to Water 
Penetration of Seam Class 1 Class 1 Class 1 Class 1 

Conclusion E F Remark
Clause 4.2 Resistance to Water 
Penetration of Material Class 1 Class 1 

Clause 4.2 Resistance to Water 
Penetration of Seam Class 1 Class 1 

Signed for and on behalf of  
SGS-CSTC Standards Technical Services Co., Ltd. Nanjing Branch  
     

    

    
     
Betsy Yu (Account Executive)   
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Test Result

Protective Clothing - Protection Against Rain

EN 343:2019

Clause 4.2 Resistance to Water Penetration of Material

(EN ISO 811:2018;Hydrostatic Head; Rate of increase of water pressure: 980±50Pa/min, temp. of distilled water: 
20°C, Face Side Facing Water)

A(body)
No. 1 No. 2 No. 3 No. 4 Minimum

Water Column(Pa) >8000 >8000 >8000 >8000 >8000

B(body)
No. 1 No. 2 No. 3 No. 4 Minimum

Water Column(Pa) >8000 >8000 >8000 >8000 >8000

C(body)
No. 1 No. 2 No. 3 No. 4 Minimum

Water Column(Pa) >8000 >8000 >8000 >8000 >8000

D(body)
No. 1 No. 2 No. 3 No. 4 Minimum

Water Column(Pa) >8000 >8000 >8000 >8000 >8000

E(body)
No. 1 No. 2 No. 3 No. 4 Minimum

Water Column(Pa) >8000 >8000 >8000 >8000 >8000

F(body)
No. 1 No. 2 No. 3 No. 4 Minimum

Water Column(Pa) >8000 >8000 >8000 >8000 >8000

A/B/C/D/E/F:Recommended Class：Class 1 
Remark: Material before pretreatment: Class 1: Wp>=8000Pa; Class 2:no test required; Class 3: no test required; 
Class 4:no test required.
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Clause 4.2 Resistance to Water Penetration of Seam

(EN ISO 811:2018;Hydrostatic Head; Rate of increase of water pressure: 980±50Pa/min, temp. of distilled water: 
20°C, Face Side Facing Water)

A
No. 1 No. 2 No. 3 No. 4 Minimum

Water Column(Pa) >8000 >8000 >8000 >8000 >8000

B
No. 1 No. 2 No. 3 No. 4 Minimum

Water Column(Pa) >8000 >8000 >8000 >8000 >8000

C
No. 1 No. 2 No. 3 No. 4 Minimum

Water Column(Pa) >8000 >8000 >8000 >8000 >8000

D
No. 1 No. 2 No. 3 No. 4 Minimum

Water Column(Pa) >8000 >8000 >8000 >8000 >8000

E
No. 1 No. 2 No. 3 No. 4 Minimum

Water Column(Pa) >8000 >8000 >8000 >8000 >8000

F
No. 1 No. 2 No. 3 No. 4 Minimum

Water Column(Pa) >8000 >8000 >8000 >8000 >8000

A/B/C/D/E/F:Recommended Class：Class 1 
Remark:Seam before pretreatment: Class 1: Wp>=8000Pa; Class 2: Wp>=8000Pa; Class 3: 
Wp>=13000Pa;Class 4:no test required.
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Sample Photo
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Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.

***End of Report***
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